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No.: STRO70898027R Date: 2007-08-11 Page 10of 5
Applicant :  Newlift Technologies LTD.
Address :  FLAT/RM 905-6 9/F LEADER IND CENTRE 57-59 AU PUI WAN STREET FOTAN

SHATIN, HONGKONG
Products : Column FM TX

Model/P.O NO.: NT-006

Material . Metal, Plastic
Receiving Date: 2007-09-04

Testing Period : 2007-09-04 to 2007-09-11

Test Requested:
(1) As specified by client, to determine the Lead, Cadmium, Mercury, Chromium in the
submitted sample.
(2) Determination of Br of the submitted sampile,

Test Method:
X-ray Fluorescence Method

Conclusion:

When fested as specified the submilted sample complied with the requirements of cormmission
Decision of 18 Aug 2005 amending Directive 2002/95/£C notified under document 2005/618/EC and
2005/717/EC

Signed for and on behalf of
Shenzhen SEM.Test Compliance Service Co., Ltd.

Navy Jiang
PSQ Executive

Shenzhen SEM. Test Compliance Service Co., Lid.
Room $09-610, Baotong Building, Baomin 1* Road, Baoan District, Shenzhen, Guangdong, P.R.China (518133)




